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1903A.8 Concrete Testing. 1 
 2 

1. ASTM C 192, Making and Curing Concrete Test Specimens 3 
in the Laboratory 4 

 5 
2. ASTM C 31, Making and Curing Concrete Test Specimens 6 

in the Field 7 
 8 
3. ASTM C 42, Obtaining and Testing Drilled Cores and 9 

Sawed Beams of Concrete 10 
 11 
4. ASTM C 39, Compressive Strength of Cylindrical Concrete 12 

Specimens 13 
 14 
5. ASTM C 172, Sampling Freshly Mixed Concrete 15 
 16 
6. ASTM C 496, Splitting Tensile Strength of Cylindrical Con- 17 

crete Specimens 18 
 19 
7. ASTM C 1218,Water-Soluble Chloride in Mortar and Con- 20 

crete. 21 
 22 
1903A.9 Concrete Mix. 23 

 24 
1. ASTM C 94, Ready-mixed Concrete 25 
 26 
2. ASTM C 685, Concrete Made by Volumetric Batching and 27 

Continuous Mixing 28 
 29 
3. UBC Standard 19-2, Mill-mixed Gypsum Concrete and 30 

Poured Gypsum Roof Diaphragms. 31 
 32 

Section -  1903A - SPECIFICATIONS FOR TESTS AND 
MATERIALS  

Subsection(s) - 1903A.8 - 1903A.9  



4. ASTM C 109, Compressive Strength of Hydraulic Cement 33 
Mortars 34 

 35 
5. ASTM C 567, Unit Weight of Structural Lightweight Con- 36 

crete 37 


