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1918A.6 Loss of Prestress. 1 

…. 2 

 3 
1918A.6.4 In lieu of an analysis to determine the loss of prestress 4 
from the above sources the loss may be assumed to be 35,000 psi 5 
(241 MPa) for pretensioned prestressed members. For postten- 6 
sioned prestressed members the loss due to elastic shortening of 7 
concrete, creep of concrete, shrinkage of concrete, and relaxation 8 
of steel stress may be assumed to be 25,000 psi (172 MPa). 9 
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