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1929A.13 Gypsum Field Tests. Field tests shall be made during 1 
construction to verify gypsum strength specified in Table 19A-E. 2 
One sample consisting of three specimens shall be made for each 3 
5,000 square feet (465 m2) or fraction thereof of all gypsum 4 
poured, but not less than one sample shall be taken from each half 5 
day’s pour. 6 
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