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2102A.2 Standards of Quality. 1 

…. 2 

 3 
6. Masonry units of other materials. 4 

 5 
6.1  Not adopted by the State of California. 6 
 7 
6.2  Not adopted by the State of California. 8 
 9 
6.3  ACI-704, Cast Stone. Every concrete unit more than 18 10 

inches (457 mm) in any dimension shall conform to the 11 
requirements of Chapter 19A for concrete. 12 

 13 
6.4  UBC Standard 21-17, Test Method for Compressive 14 

Strength of Masonry Prisms 15 
 16 
6.5  Glass Block 17 
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