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2103A.3 Mortar. 1 
 2 
2103A.3.1 General. Mortar shall conform to the proportions 3 
shown in Table 21A-A for Type S mortar. 4 

 5 
Lime shall be the last material added to the mixer. Materials for 6 

mortar and grout shall be measured in suitable calibrated devices. 7 
Shovel measurements will not be accepted. Aggregates for mortar 8 
shall conform to the provisions set forth in ASTM C 144, Aggre- 9 
gates for Masonry Mortar. 10 
 11 
2103A.3.2 Selecting proportions. Mortar shall attain a mini- 12 
mum compressive strength of 1,500 psi (10.34 MPa) at 28 days for 13 
masonry with f’m = 1,500 psi (10.34 MPa) for field test specimens 14 
prepared according to U.B.C. Standard 21-16. 15 
 16 

NOTE: See exception to Section 21105A.3.1 for specified values of 17 
f’m in excess of 1,500 psi (10.34 MPa). 18 
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